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Sample # Au
g/mt

Ag
ppm*

Location Sample 
Weight

20333
20334
20359
20360
20361
20362
20363
20364
20365

1.90  
0.42
1.12
0.22
1.19
5.02
4.16
0.34
5.62

7.1
13.4
24.3
25.5
35.9
45.5
28.2
13.3
44.6

L800+05E:331+480N
L800+10E:331+480N
L801+00E:331+460N
L801+00E:331+465N
L801+00E:331+470N
L800+11E:331+475N
L800+11E:331+475N
L801+00E:331+475N
L801+00E:331+475N

4kg
4kg
4kg
4kg
4kg
4kg 
4kg
4kg
4kg
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